U. S. DEPARTMENT OF COMMERCE
NATIONAL BUREAU OF STANDARDS

Washington 25, D,C,

PROVISIONAL CERTIFICATE OF ANALYSIS
Standard Sample 64b

Ferrochromium

Percent
Chromium ~ - - - - =« = - & o - L . o o oL 68.0
Carbon =~ = = = = - - o o o o o - L Lo L 4.30
Manganese - = = - - - - - - . o - o o ... 0.21
Phosphorus =~ = = = = =« = = - - 4 o o . L. ,012
Sulfur - =« = = =« = @ o o o o Lo oL Lo .062
Silicon = = - = = = = - @ 0 4 oW oo 1.43
Vanadium - = = = = - = - & - & o oo L .. 0.15
Nitrogen = = =« = = - = 0 = o o o - oo oo ' .032

(Signed) I. C. Schoonover, Acting Chief
Division of Chemistry I

October 17, 1960
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